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SHENZHEN TOPSUN NEW ENERGY TECHNOLOGY CO.,LTD.
JIUZI DONGJING 208, FENGJING NORTH ROAD, SHANGCUN COMMUNITY, GONGMING STREET, 
GUANGMING DISTRICT, SHENZHEN CITY, CHINA

Sample Descriptions : SILICONE LEATHER

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
Sample Receiving Date : May 19, 2025

Test Performing Date : May 19, 2025 to May 23, 2025

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Test Requirement Conclusion
1 Entry 50 of Regulation (EU) 2021/1199 amending Annex XVII of REACH Regulation 

(EC) No 1907/2006- Polycyclic Aromatic Hydrocarbons (PAHs) Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

—————————————
Joan Huang
Authorized Signatory
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*** SGS Ref No.: ENG-CAN25-0115287 ***

Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A1 CAN25-0115287-0001.C001 White leatheroid with fabric backing

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Entry 50 of Regulation (EU) 2021/1199 amending Annex XVII of REACH Regulation (EC) No 1907/2006- 
Polycyclic Aromatic Hydrocarbons (PAHs)

Test Method: With reference to AfPS GS 2019:01 PAK, analysis was performed by GC-MS.

Test Item(s) CAS No. Limit Unit(s) MDL A1
Benzo(a)anthracene(BaA) 56-55-3 1.0 mg/kg 0.1 ND
Chrysene(CHR) 218-01-9 1.0 mg/kg 0.1 ND
Benzo(b)Fluoranthene(BbF) 205-99-2 1.0 mg/kg 0.1 ND
Benzo(j)fluoranthene(BjF) 205-82-3 1.0 mg/kg 0.1 ND
Benzo(k)Fluoranthene(BkF) 207-08-9 1.0 mg/kg 0.1 ND
Benzo(e)pyrene(BeP) 192-97-2 1.0 mg/kg 0.1 ND
Benzo(a)pyrene(BaP) 50-32-8 1.0 mg/kg 0.1 ND
Dibenzo(a,h)Anthracene(DBA) 53-70-3 1.0 mg/kg 0.1 ND
Conclusion Pass

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

***End of Report***
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